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Sachem North High School
CTP Carpentry
Foundations Quiz

Read each question carefully and chose the best possible answer for each question.

Place your answer in the space to the right of the question.

____
3.  Concrete is a mixture of what substances?

A. cement, mortar mix, water, concrete
B. concrete, Rocks, water, stone
C. cement, aggregate, water, sand

D. cement, Aggregate, motor, stone
____
4. The recommended frost line for Suffolk County is _______ feet.

A. 3
B. 4

C. 5
D. 6

____
5. The base of the foundation is the _________

A. base
B. form

C. footing
D. wall

____
6. Concrete is poured between _________ to allow it to dry in the desired shape.

A. forms
B. walls

C. peers
D. pilasters

____
7. To connect the foundation wall to the footing a ______ is used.

A. key way
B. drain tile

C. metal strap
D. level

____
8. What is added to concrete to give it strength?

A. fiberglass matting
B. plastic chips

C. steel re-bar
D. sheets of metal.

